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Sample Number Lead Result ppb Sample Description Copper Result ppb SUBDATE Street Name City Zip Code Facility Name

LH52384 Lead 250 mL Sample 0 LLWC019 NEXT TO GYM/E SIDE FILTERED Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52387 Lead 250 mL Sample 0 02KC032 LIBRARY UNFILTERED Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52389 Lead 250 mL Sample 0 01KC031 TEACHERS LOUNGE UNFILTERED Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52391 Lead 250 mL Sample 0 LLWC023 NEXT TO GYM/W SIDE FILTERED Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52392 Lead 250 mL Sample 0 04CF010 ROOM 401 UNFILTERED Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52393 Lead 250 mL Sample 0 04SP014 ROOM 409 UNFILTERED Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52395 Lead 250 mL Sample 0 LLWC027 GYM/WEST SIDE -FILTERED USED SIN Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52402 Lead 250 mL Sample 0 04WC008 (FILTERED) Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52404 Lead 250 mL Sample 0 04CF013 ROOM 408 (UNFILTERED) Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52405 Lead 250 mL Sample 0 01KC030 KITCHEN PREP. SINK (FILTERED) PR Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52407 Lead 250 mL Sample 0 LLSP021 TRAINING ROOM (UNFILTERED) Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH54732 Lead 250 mL Sample 0 GF01WC012 NEXT TO GIRLS RR Copper 250 mL Sample 0 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH54733 Lead 250 mL Sample 0 GF01DW015 ROOM 157 Copper 250 mL Sample 0 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH54737 Lead 250 mL Sample 0 GF01CF016 ROOM 157 Copper 250 mL Sample 0 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH54748 Lead 250 mL Sample 0 GF01DW008 AC FROM RM 170 Copper 250 mL Sample 0 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH54754 Lead 250 mL Sample 0 LL01CF002 ROOM 9 Copper 250 mL Sample 0 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH54756 Lead 250 mL Sample 0 LL01CF001 ROOM 9 Copper 250 mL Sample 0 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH52248 Lead 250 mL Sample 0 BF018 ROOM 029 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD LEARNING RESC CENTER

LH52243 Lead 250 mL Sample 0 KC012 KITCHEN Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- LEARNING RESC CENTER

LH52247 Lead 250 mL Sample 0 BF014 ROOM 028 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- LEARNING RESC CENTER

LH52249 Lead 250 mL Sample 0 BF008 ROOM 17 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- LEARNING RESC CENTER

LH52251 Lead 250 mL Sample 0 BF016 ROOM 028 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- LEARNING RESC CENTER

LH52254 Lead 250 mL Sample 0 BF003 ROOM 6 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- LEARNING RESC CENTER

LH52259 Lead 250 mL Sample 0 01BF022 ROOM 140 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52260 Lead 250 mL Sample 0 02BF026 ROOM 216 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52262 Lead 250 mL Sample 0 02BF017 ROOM 204 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52265 Lead 250 mL Sample 0 02BF032 ROOM 207 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52269 Lead 250 mL Sample 0 01BF020 ROOM 140 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52282 Lead 250 mL Sample 0 02BF024 ROOM 216 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52284 Lead 250 mL Sample 0 01BF013 PRIVATE BATH Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52287 Lead 250 mL Sample 0 01BF023 ROOM 140 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52288 Lead 250 mL Sample 0 01BF009 ROOM 127 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52291 Lead 250 mL Sample 0 01BF059 ROOM 154 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52316 Lead 250 mL Sample 0 02BF069 ROOM 242 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52318 Lead 250 mL Sample 0 02BF041 ROOM 213 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52238 Lead 250 mL Sample 0 BF010 ROOM 17 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-LEARNING RESC CENTER

LH52239 Lead 250 mL Sample 0 BF007 ROOM 19 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-LEARNING RESC CENTER

LH52245 Lead 250 mL Sample 0 BF017 ROOM 029 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-LEARNING RESC CENTER

LH52258 Lead 250 mL Sample 0 01BF027 ROOM 131 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52263 Lead 250 mL Sample 0 01BF021 ROOM 140 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52264 Lead 250 mL Sample 0 02BF031 ROOM 207 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52275 Lead 250 mL Sample 0 02BF025 ROOM 216 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52277 Lead 250 mL Sample 0 01BF035 ROOM 134 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52280 Lead 250 mL Sample 0 02BF014 ROOM 219 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52281 Lead 250 mL Sample 0 02BF019 ROOM 204 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52293 Lead 250 mL Sample 0 01BF028 ROOM 131 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52303 Lead 250 mL Sample 0 02BF044 ROOM 226 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52306 Lead 250 mL Sample 0 01BF061 ROOM 154 Copper 250 mL Sample 0 13-Nov-17 WALTON  FLINT 48532 MSD-STEVENS HALL

LH52308 Lead 250 mL Sample 0 01BF045 ROOM 161 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52315 Lead 250 mL Sample 0 01BF042 ROOM 136 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52319 Lead 250 mL Sample 0 02BF038 ROOM 209 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52320 Lead 250 mL Sample 0 02BF040 ROOM 213 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52323 Lead 250 mL Sample 0 01BF072 ROOM 152 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52325 Lead 250 mL Sample 0 02BF039 ROOM 213 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH53786 Lead 250 mL Sample 0 01DW006 GYM Copper 250 mL Sample 0 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

Page 1 of 7



Flint Non-Public Schools

Lead and Copper Testing

2017

Sample Number Lead Result ppb Sample Description Copper Result ppb SUBDATE Street Name City Zip Code Facility Name

LH53787 Lead 250 mL Sample 0 01DW007 WOMENS LOCKER RM Copper 250 mL Sample 0 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53788 Lead 250 mL Sample 0 01DW008 MENS LOCKER ROOM FILTERED WATER Copper 250 mL Sample 0 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53789 Lead 250 mL Sample 0 01DW009 TRAINING ROOM INLINE FILTER WATE Copper 250 mL Sample 0 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53793 Lead 250 mL Sample 0 02DW014 RIGHT OF GIRLS RR Copper 250 mL Sample 0 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53794 Lead 250 mL Sample 0 02DW015 RIGHT OF GIRLS RR Copper 250 mL Sample 0 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53795 Lead 250 mL Sample 0 02DW016 NEXT TO BOYS RR Copper 250 mL Sample 0 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53796 Lead 250 mL Sample 0 02DW017 NEXT TO BOYS RR Copper 250 mL Sample 0 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53803 Lead 250 mL Sample 0 01KC028 Copper 250 mL Sample 0 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53804 Lead 250 mL Sample 0 01DW029 NEXT TO CUSTODIAN Copper 250 mL Sample 0 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53813 Lead 250 mL Sample 0 01KC041 ROOM 111 Copper 250 mL Sample 0 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53814 Lead 250 mL Sample 0 01CF042 ROOM 110 Copper 250 mL Sample 0 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53817 Lead 250 mL Sample 0 02KC047 ROOM 206 Copper 250 mL Sample 0 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53927 Lead 250 mL Sample 0 01CF026 ROOM 208 Copper 250 mL Sample 0 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53928 Lead 250 mL Sample 0 01DW027 ROOM 208 Copper 250 mL Sample 0 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53929 Lead 250 mL Sample 0 01DW028 ROOM 209 Copper 250 mL Sample 0 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53930 Lead 250 mL Sample 0 01CF029 ROOM 209 Copper 250 mL Sample 0 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH52360 Lead 250 mL Sample 0 01WC002 ACR TEACHERS LOUNGE Copper 250 mL Sample 0 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH52379 Lead 250 mL Sample 0 LLKC006 KITCHEN Copper 250 mL Sample 0 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH52345 Lead 250 mL Sample 0 01DW007 ACROSS MRS HANS Copper 250 mL Sample 0 13-Nov-17 S BALLENGER HWY FLINT 48532 ST PAUL LUTHERAN

LH52347 Lead 250 mL Sample 0 02KC003 MUSIC ROOM Copper 250 mL Sample 0 13-Nov-17 S BALLENGER HWY FLINT 48532 ST PAUL LUTHERAN

LH52348 Lead 250 mL Sample 0 01DW004 NEXT TO MRS MICK Copper 250 mL Sample 0 13-Nov-17 S BALLENGER HWY FLINT 48532 ST PAUL LUTHERAN

LH52350 Lead 250 mL Sample 0 GKC010-A Copper 250 mL Sample 0 13-Nov-17 S BALLENGER HWY FLINT ST PAUL LUTHERAN

LH52352 Lead 250 mL Sample 0 GKC009 KITCHEN ALONG WALL Copper 250 mL Sample 0 13-Nov-17 S BALLENGER HWY FLINT 48532 ST PAUL LUTHERAN

LH52355 Lead 250 mL Sample 0 01KC005 PRESCHOOL 3 MICK Copper 250 mL Sample 0 13-Nov-17 S BALLENGER HWY FLINT 48532 ST PAUL LUTHERAN

LH52356 Lead 250 mL Sample 0 01K001 OFF SINK PASTOR Copper 250 mL Sample 0 13-Nov-17 S BALLENGER HWY FLINT 48532 ST PAUL LUTHERAN

LH53570 Lead 250 mL Sample 0 001DW010 GYM EAST END Copper 250 mL Sample 0 18-Nov-17 HOGARTH AVENUE FLINT 48532 ST PIUS CATHOLIC SCHOOL

LH53571 Lead 250 mL Sample 0 001KC011 CAFETERIA KITCHEN Copper 250 mL Sample 0 18-Nov-17 HOGARTH AVENUE FLINT 48532 ST PIUS CATHOLIC SCHOOL

LH53576 Lead 250 mL Sample 0 001DW005 JR KINDERGARTEN Copper 250 mL Sample 0 18-Nov-17 HOGARTH AVENUE FLINT 48532 ST PIUS CATHOLIC SCHOOL

LH53581 Lead 250 mL Sample 0 001DW001 PRESCHOOL Copper 250 mL Sample 0 18-Nov-17 HOGARTH AVENUE FLINT 48532 ST PIUS CATHOLIC SCHOOL

LH53599 Lead 250 mL Sample 0 001CF001 ROOM 10 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53600 Lead 250 mL Sample 0 001DW002 ROOM 10 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53601 Lead 250 mL Sample 0 001DW003 ROOM 11 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53604 Lead 250 mL Sample 0 001DW006 ROOM 12 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53605 Lead 250 mL Sample 0 001DW007 ROOM 14 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53607 Lead 250 mL Sample 0 001CF009 ROOM 15 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53608 Lead 250 mL Sample 0 001DW010 ROOM 15 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53609 Lead 250 mL Sample 0 001DW011 ROOM 16 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53610 Lead 250 mL Sample 0 001CF012 ROOM 16 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53611 Lead 250 mL Sample 0 001CF013 109A Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53612 Lead 250 mL Sample 0 001CF014 109A Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53615 Lead 250 mL Sample 0 001DW017 ROOM 103 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53616 Lead 250 mL Sample 0 001CF018 ROOM 103 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53617 Lead 250 mL Sample 0 001CF019 ROOM 106 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53618 Lead 250 mL Sample 0 001DW020 ROOM 104 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53619 Lead 250 mL Sample 0 001CF021 ROOM 104 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53620 Lead 250 mL Sample 0 001CF022 ROOM 6 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53621 Lead 250 mL Sample 0 001DW023 ROOM 6 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53622 Lead 250 mL Sample 0 001CF024 ROOM 1 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53623 Lead 250 mL Sample 0 001DW025 ROOM 1 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53624 Lead 250 mL Sample 0 001DW026 ROOM 5 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53625 Lead 250 mL Sample 0 001CF027 ROOM 5 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53626 Lead 250 mL Sample 0 001CF028 ROOM 2 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53628 Lead 250 mL Sample 0 001DW030 ROOM 4 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53629 Lead 250 mL Sample 0 001CF031 ROOM 4 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53630 Lead 250 mL Sample 0 001DW032 ROOM 3 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL
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LH53631 Lead 250 mL Sample 0 001CF033 ROOM 3 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH52408 Lead 250 mL Sample 0 04CF011 ROOM 402 (UNFILTERED) Copper 250 mL Sample 50 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH54743 Lead 250 mL Sample 0 GF01KC024A ROOM 101 Copper 250 mL Sample 50 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH52252 Lead 250 mL Sample 0 BF015 ROOM 028 Copper 250 mL Sample 50 13-Nov-17 W COURT ST FLINT 48503 MSD- LEARNING RESC CENTER

LH52228 Lead 250 mL Sample 0 01WC006 MAIN HALLWAY Copper 250 mL Sample 50 13-Nov-17 W COURT ST FLINT 48503 MSD- MAIN BUILDING

LH52273 Lead 250 mL Sample 0 01BF011 ROOM 127 Copper 250 mL Sample 50 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH54717 Lead 250 mL Sample 0 01WC004 SOUTHEAST Copper 250 mL Sample 60 27-Nov-17 E KEARSLEY ST FLINT 48503 FLINT INSTITUTE OF MUSIC

LH52394 Lead 250 mL Sample 0 04SP015 ROOM 410 UNFILTERED Copper 250 mL Sample 60 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52409 Lead 250 mL Sample 0 03WC006 (FILTERED) Copper 250 mL Sample 60 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH54746 Lead 250 mL Sample 0 GF01CF014 ROOM 156 Copper 250 mL Sample 60 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH54747 Lead 250 mL Sample 0 LL01WC004 AC METH RM 5B Copper 250 mL Sample 60 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH54755 Lead 250 mL Sample 0 03WC018 AC FROM ROOM 264 Copper 250 mL Sample 60 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH55725 Lead 250 mL Sample 0 01WC001 SO MAIN FLOOR Copper 250 mL Sample 60 04-Dec-17 W COURT ST FLINT 48503 MSD-GILBERT HALL

LH52232 Lead 250 mL Sample 0 02WC019 ACROSS FROM ROOM 2032 Copper 250 mL Sample 60 13-Nov-17 W COURT ST FLINT 48503 MSD-MAIN BUILDING

LH52235 Lead 250 mL Sample 0 02WC022 HALL PAST ROOM 2024 Copper 250 mL Sample 60 13-Nov-17 W COURT ST FLINT 48503 MSD-MAIN BUILDING

LH53907 Lead 250 mL Sample 0 01WC006 ACROSS FROM RM 506 Copper 250 mL Sample 60 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53919 Lead 250 mL Sample 0 01DW018 ROOM 204 Copper 250 mL Sample 60 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53920 Lead 250 mL Sample 0 01CF019 ROOM 204 Copper 250 mL Sample 60 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH52368 Lead 250 mL Sample 0 LLCF019 ROOM P-6 Copper 250 mL Sample 60 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH52375 Lead 250 mL Sample 0 02WC017 NEXT TO P-14 Copper 250 mL Sample 60 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH52349 Lead 250 mL Sample 0 01KC006-A Copper 250 mL Sample 60 13-Nov-17 S BALLENGER HWY FLINT ST PAUL LUTHERAN

LH53574 Lead 250 mL Sample 0 001WC007 MAIN HALLWAY Copper 250 mL Sample 60 18-Nov-17 HOGARTH AVENUE FLINT 48532 ST PIUS CATHOLIC SCHOOL

LH53575 Lead 250 mL Sample 0 001WC006 MAIN HALLWAY Copper 250 mL Sample 60 18-Nov-17 HOGARTH AVENUE FLINT 48532 ST PIUS CATHOLIC SCHOOL

LH53603 Lead 250 mL Sample 0 001CF005 ROOM 12 Copper 250 mL Sample 60 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH52386 Lead 250 mL Sample 0 01WC029 CAFETERIA FILTERED Copper 250 mL Sample 70 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52397 Lead 250 mL Sample 0 04CF012 ROOM 407 (UNFILTERED) Copper 250 mL Sample 70 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH54740 Lead 250 mL Sample 0 02WC020 NEXT TO GIRL`S RR Copper 250 mL Sample 70 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH54744 Lead 250 mL Sample 0 GF01KC023 Copper 250 mL Sample 70 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH52250 Lead 250 mL Sample 0 BF002 ROOM 7 Copper 250 mL Sample 70 13-Nov-17 W COURT ST FLINT 48503 MSD- LEARNING RESC CENTER

LH52276 Lead 250 mL Sample 0 01BF034 ROOM 134 Copper 250 mL Sample 70 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52279 Lead 250 mL Sample 0 01BF010 ROOM 127 Copper 250 mL Sample 70 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH53790 Lead 250 mL Sample 0 01CF010 SACRISTY ROOM Copper 250 mL Sample 70 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53910 Lead 250 mL Sample 0 01KC009 KITCHEN Copper 250 mL Sample 70 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53911 Lead 250 mL Sample 0 01010 ROOM 200 Copper 250 mL Sample 70 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53912 Lead 250 mL Sample 0 01CF011 ROOM 200 Copper 250 mL Sample 70 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53914 Lead 250 mL Sample 0 01CF013 ROOM 201 Copper 250 mL Sample 70 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53915 Lead 250 mL Sample 0 01CF014 ROOM 202 Copper 250 mL Sample 70 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53923 Lead 250 mL Sample 0 01CF022 ROOM 206 Copper 250 mL Sample 70 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53572 Lead 250 mL Sample 0 001CF009 CLASSROOM 10 Copper 250 mL Sample 70 18-Nov-17 HOGARTH AVENUE FLINT 48532 ST PIUS CATHOLIC SCHOOL

LH53577 Lead 250 mL Sample 0 001CF004 JR KINDERGARTEN Copper 250 mL Sample 70 18-Nov-17 HOGARTH AVENUE FLINT 48532 ST PIUS CATHOLIC SCHOOL

LH53613 Lead 250 mL Sample 0 001WC015 RT. OF CUSTODIAL Copper 250 mL Sample 70 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH54722 Lead 250 mL Sample 0 01BF007 DRESSING ROOM A Copper 250 mL Sample 80 27-Nov-17 E KEARSLEY ST FLINT 48503 FLINT YOUTH THEATER

LH54751 Lead 250 mL Sample 0 01WC007 AC FROM ROOM 163 Copper 250 mL Sample 80 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH52270 Lead 250 mL Sample 0 01BF036 ROOM 134 Copper 250 mL Sample 80 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH53782 Lead 250 mL Sample 0 01WC002 CAFETERIA SW CORNER Copper 250 mL Sample 80 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH52365 Lead 250 mL Sample 0 LLCF014 ROOM P-2 Copper 250 mL Sample 80 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH52376 Lead 250 mL Sample 0 LLCF018 ROOM P-5 Copper 250 mL Sample 80 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH57028 Lead 250 mL Sample 0 02CF003 RIGHT OF MAIN OFFICE Copper 250 mL Sample 80 11-Dec-17 E KEARSLEY ST FLINT 48507 WAY ACADEMY FLINT CAMPUS

LH52399 Lead 250 mL Sample 0 02WC004 (FILTERED) Copper 250 mL Sample 90 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH54734 Lead 250 mL Sample 0 GF01WC022 NEXT TO RM 111 Copper 250 mL Sample 90 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH54738 Lead 250 mL Sample 0 GF01KC024 ROOM 101 Copper 250 mL Sample 90 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH54741 Lead 250 mL Sample 0 02WC025 LEFT OF GIRL`S RR Copper 250 mL Sample 90 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH54742 Lead 250 mL Sample 0 GF01KC010 KITCHEN Copper 250 mL Sample 90 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH54745 Lead 250 mL Sample 0 GF0WC021 NEXT TO RM 111 Copper 250 mL Sample 90 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH52256 Lead 250 mL Sample 0 BF009 ROOM 17 Copper 250 mL Sample 90 13-Nov-17 W COURT ST FLINT 48503 MSD- LEARNING RESC CENTER
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LH52272 Lead 250 mL Sample 0 01BF037 ROOM 134 Copper 250 mL Sample 90 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52285 Lead 250 mL Sample 0 01BF029 ROOM 131 Copper 250 mL Sample 90 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH53916 Lead 250 mL Sample 0 01DW015 ROOM 202 Copper 250 mL Sample 90 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53918 Lead 250 mL Sample 0 01CF017 ROOM 203 Copper 250 mL Sample 90 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53921 Lead 250 mL Sample 0 01CF020 ROOM 205 Copper 250 mL Sample 90 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53922 Lead 250 mL Sample 0 01DW021 ROOM 205 Copper 250 mL Sample 90 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53926 Lead 250 mL Sample 0 01CF025 ROOM 207 Copper 250 mL Sample 90 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53578 Lead 250 mL Sample 0 001CF003 JR KINDERGARTEN Copper 250 mL Sample 90 18-Nov-17 HOGARTH AVENUE FLINT 48532 ST PIUS CATHOLIC SCHOOL

LH53579 Lead 250 mL Sample 0 001CF002B PRESCHOOL Copper 250 mL Sample 90 18-Nov-17 HOGARTH AVENUE FLINT 48532 ST PIUS CATHOLIC SCHOOL

LH54721 Lead 250 mL Sample 0 01BF008 DRESSING ROOM B Copper 250 mL Sample 100 27-Nov-17 E KEARSLEY ST FLINT 48503 FLINT YOUTH TEACHER

LH54731 Lead 250 mL Sample 0 02WC026 LEFT OF GIRL`S RR Copper 250 mL Sample 100 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH54750 Lead 250 mL Sample 0 GF01KC009 ROOM 183 Copper 250 mL Sample 100 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH52271 Lead 250 mL Sample 0 01WC012 HALLWAY Copper 250 mL Sample 100 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH53917 Lead 250 mL Sample 0 01DW016 ROOM 203 Copper 250 mL Sample 100 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53925 Lead 250 mL Sample 0 01DW024 ROOM 207 Copper 250 mL Sample 100 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH52354 Lead 250 mL Sample 0 01DW012 ACROSS MRS GRIM GRADE 3 Copper 250 mL Sample 100 13-Nov-17 S BALLENGER HWY FLINT 48532 ST PAUL LUTHERAN

LH54726 Lead 250 mL Sample 0 01KC003 GREEN ROOM AREA #2 Copper 250 mL Sample 110 27-Nov-17 E KEARSLEY ST FLINT 48503 FLINT YOUTH THEATER

LH54739 Lead 250 mL Sample 0 LL01KC005 WORK ROOM 8 Copper 250 mL Sample 110 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH52283 Lead 250 mL Sample 0 01BF008 ROOM 127 Copper 250 mL Sample 110 13-Nov-17 W COURT ST FLINT 48503 MSD - STEVENS HALL

LH52278 Lead 250 mL Sample 0 01BF030 ROOM 131 Copper 250 mL Sample 110 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH53815 Lead 250 mL Sample 0 02DW043 NEXT TO GIRLS RR Copper 250 mL Sample 110 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53816 Lead 250 mL Sample 0 02DW044 NEXT TO GIRLS RR Copper 250 mL Sample 110 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53913 Lead 250 mL Sample 0 01DW012 ROOM 201 Copper 250 mL Sample 110 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53924 Lead 250 mL Sample 0 01DW023 ROOM 206 Copper 250 mL Sample 110 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH52346 Lead 250 mL Sample 0 GKCO10 KITCHEN BUTCHER BLOCK Copper 250 mL Sample 110 13-Nov-17 S BALLENGER HWY FLINT 48532 ST PAUL LUTHERAN

LH53580 Lead 250 mL Sample 0 001CF002 PRESCHOOL Copper 250 mL Sample 110 18-Nov-17 HOGARTH AVENUE FLINT 48532 ST PIUS CATHOLIC SCHOOL

LH55728 Lead 250 mL Sample 0 01WC005 NO NEXT TO WOMEN`S RR Copper 250 mL Sample 120 04-Dec-17 W COURT ST FLINT 48503 MSD-GILBERT HALL

LH52236 Lead 250 mL Sample 0 02CF020 ROOM 2029 Copper 250 mL Sample 120 13-Nov-17 W COURT ST FLINT 48503 MSD-MAIN BUILDING

LH52304 Lead 250 mL Sample 0 01WC049 NEXT TO ROOM 164 Copper 250 mL Sample 120 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52351 Lead 250 mL Sample 0 01KC006 TEACHERS LOUNGE Copper 250 mL Sample 120 13-Nov-17 S BALLENGER HWY FLINT 48532 ST PAUL LUTHERAN

LH53809 Lead 250 mL Sample 0 01DW035 HALL LEFT OF OFFICE Copper 250 mL Sample 150 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH52359 Lead 250 mL Sample 0 01WC011 NEXT TO ROOM M-3 Copper 250 mL Sample 160 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH52364 Lead 250 mL Sample 0 01WC001 ARC TEACHER`S LOUNGE Copper 250 mL Sample 160 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH52353 Lead 250 mL Sample 0 GDW008 ACROSS LACKEY ROOM Copper 250 mL Sample 160 13-Nov-17 S BALLENGER HWY FLINT 48532 ST PAUL LUTHERAN

LH52385 Lead 250 mL Sample 0 01WC028 CAFETERIA FILTERED-USED SINCE FL Copper 250 mL Sample 170 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH53810 Lead 250 mL Sample 0 01DW036 HALL LEFT OF OFFICE Copper 250 mL Sample 170 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH52380 Lead 250 mL Sample 0 LLWC015 BETWEEN P-3 AND P-2 Copper 250 mL Sample 170 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH52344 Lead 250 mL Sample 0 GDW011 BETWEEN RR BY GYM Copper 250 mL Sample 170 13-Nov-17 S BALLENGER HWY FLINT 48532 ST PAUL LUTHERAN

LH52237 Lead 250 mL Sample 0 01CF011 ROOM 1039B Copper 250 mL Sample 180 13-Nov-17 W COURT ST FLINT 48503 MSD-MAIN BUILDING

LH52363 Lead 250 mL Sample 0 02WC003 ACR FROM ROOM M-6 Copper 250 mL Sample 180 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH52369 Lead 250 mL Sample 0 01WC016 NEXT TO P-12 Copper 250 mL Sample 180 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH52357 Lead 250 mL Sample 0 01DW002 CHAPLIN BY CH OFC Copper 250 mL Sample 180 13-Nov-17 S BALLENGER HWY FLINT 48532 ST PAUL LUTHERAN

LH52383 Lead 250 mL Sample 0 LLWC024 VARSITY BOYS LR FILTERED Copper 250 mL Sample 190 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52230 Lead 250 mL Sample 0 01CF012 ROOM 1027B Copper 250 mL Sample 190 13-Nov-17 W COURT ST FLINT 48503 MSD-MAIN BUILDING

LH52366 Lead 250 mL Sample 0 02WC023 NEXT TO ROOM P-20 Copper 250 mL Sample 190 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH55727 Lead 250 mL Sample 0 02WC002 NEXT TO WOMEN`S RR Copper 250 mL Sample 200 04-Dec-17 W COURT ST FLINT 48503 MSD-GILBERT HALL

LH53903 Lead 250 mL Sample 0 01WC002 RIGHT OF JANITOR`S RM Copper 250 mL Sample 200 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53909 Lead 250 mL Sample 0 01WC008 RIGHT OF KITCHEN Copper 250 mL Sample 200 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH52370 Lead 250 mL Sample 0 LLWC010 NEXT TO LADIES ROOM Copper 250 mL Sample 200 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH52381 Lead 250 mL Sample 0 LLWC025 MENS PE FILTERED Copper 250 mL Sample 210 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52227 Lead 250 mL Sample 0 02WC021 HALL PAST ROOM 2024 Copper 250 mL Sample 210 13-Nov-17 W COURT ST FLINT 48503 MSD- MAIN BUILDING

LH53785 Lead 250 mL Sample 0 01DW005 GYM Copper 250 mL Sample 210 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH52382 Lead 250 mL Sample 0 LLWC020 BOYS LOCKER ROOM FILTERED Copper 250 mL Sample 220 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52396 Lead 250 mL Sample 0 LLWC018 NEXT TO GYM/ E SIDE ( FILTERED) Copper 250 mL Sample 220 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52225 Lead 250 mL Sample 0 01CF016 ROOM 1028 Copper 250 mL Sample 220 13-Nov-17 W COURT ST FLINT 48503 MSD- MAIN BUILDING
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LH55726 Lead 250 mL Sample 0 03WC003 NEXT TO MEN`S RR Copper 250 mL Sample 220 04-Dec-17 W COURT ST FLINT 48503 MSD-GILBERT HALL

LH54718 Lead 250 mL Sample 0 01WC005 ROOM 180 Copper 250 mL Sample 230 27-Nov-17 E KEARSLEY ST FLINT 48503 FLINT INSTITUTE OF MUSIC

LH54729 Lead 250 mL Sample 0 01WC009 MAIN LOBBY Copper 250 mL Sample 230 27-Nov-17 E KEARSLEY ST FLINT 48503 FLINT YOUTH THEATER

LH52400 Lead 250 mL Sample 0 04WC007 (FILTERED) Copper 250 mL Sample 230 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52411 Lead 250 mL Sample 0 LLWC016 GIRL`S LOCKER ROOM (FILTERED) Copper 250 mL Sample 230 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52223 Lead 250 mL Sample 0 01CF013 ROOM 1038 Copper 250 mL Sample 230 13-Nov-17 W COURT ST FLINT 48503 MSD-MAIN BUILDING

LH52217 Lead 250 mL Sample 0 01KC002 CONCESSIONS Copper 250 mL Sample 230 13-Nov-17 W COURT ST FLINT 48503 MSD-MAIN BULDING

LH53904 Lead 250 mL Sample 0 01WC003 FAR WEST HALLWAY Copper 250 mL Sample 240 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53906 Lead 250 mL Sample 0 01WC005 ACROSS FROM RM 506 Copper 250 mL Sample 240 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53908 Lead 250 mL Sample 0 01WC007 RIGHT OF KITCHEN Copper 250 mL Sample 240 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH53791 Lead 250 mL Sample 0 01DW011 ACROSS ROOM B33 IN LINE FILTER WA Copper 250 mL Sample 250 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53905 Lead 250 mL Sample 0 01WC004 FAR WEST HALLWAY Copper 250 mL Sample 250 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH55710 Lead 250 mL Sample 0 DW002 Copper 250 mL Sample 260 04-Dec-17 CLOVERLAWN DRIVE FLINT 48504 EAGLES NEST ACADEMY

LH54715 Lead 250 mL Sample 0 01WC002 NORTHWEST Copper 250 mL Sample 260 27-Nov-17 E KEARSLEY ST FLINT 48503 FLINT INSTITUTE OF MUSIC

LH52403 Lead 250 mL Sample 0 LLWC017 VARSITYS GIRLS LR (FILTERED) Copper 250 mL Sample 260 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH54720 Lead 250 mL Sample 0 01WC010 ACROSS FROM RM 182 Copper 250 mL Sample 270 27-Nov-17 E KEARSLEY ST FLINT 48503 FLINT INSTITUTE OF MUSIC

LH54727 Lead 250 mL Sample 0 01WC004 GREEN ROOM AREA #2 Copper 250 mL Sample 270 27-Nov-17 E KEARSLEY ST FLINT 48503 FLINT YOUTH THEATER

LH52221 Lead 250 mL Sample 0 01CF009 ROOM 1039A Copper 250 mL Sample 270 13-Nov-17 W COURT ST FLINT 48503 MSD-MAIN BUILDING

LH52234 Lead 250 mL Sample 0 01CF017 ROOM 1029 Copper 250 mL Sample 270 13-Nov-17 W COURT ST FLINT 48503 MSD-MAIN BUILDING

LH52257 Lead 250 mL Sample 0 BF006 ROOM 19 Copper 250 mL Sample 280 13-Nov-17 W COURT ST FLINT 48503 MSD- LEARNING RESC CENTER

LH53792 Lead 250 mL Sample 0 01DW013 ACROSS ROOM B33 Copper 250 mL Sample 280 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH52374 Lead 250 mL Sample 0 01WC022 NEXT TO ROOM P-8 Copper 250 mL Sample 280 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH54714 Lead 250 mL Sample 0 01WC001 NORTHEAST Copper 250 mL Sample 290 27-Nov-17 E KEARSLEY ST FLINT 48503 FLINT INSTITUTE OF MUSIC

LH52224 Lead 250 mL Sample 0 01CF010 ROOM 1027A Copper 250 mL Sample 290 13-Nov-17 W COURT ST FLINT 48503 MSD- MAIN BUILDING

LH53902 Lead 250 mL Sample 0 01WC001 RIGHT OF JANITOR`S RM Copper 250 mL Sample 290 20-Nov-17 N CENTER RD FLINT 48506 RICHFIELD PUBLIC SCHOOL ACADEMY

LH55707 Lead 250 mL Sample 0 DW001 Copper 250 mL Sample 300 04-Dec-17 CLOVERLAWN DRIVE FLINT 48504 EAGLES NEST ACADEMY

LH52267 Lead 250 mL Sample 0 02WC007 HALLWAY Copper 250 mL Sample 300 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH55729 Lead 250 mL Sample 0 01KC004 KITCHEN SINK Copper 250 mL Sample 300 04-Dec-17 W COURT ST FLINT 48503 MSD-GILBERT HALL

LH52240 Lead 250 mL Sample 0 KC001 STAFF LOUNGE Copper 250 mL Sample 300 13-Nov-17 W COURT ST FLINT 48503 MSD-LEARNING RESC CENTER

LH54716 Lead 250 mL Sample 0 01WC003 SOUTHEAST Copper 250 mL Sample 310 27-Nov-17 E KEARSLEY ST FLINT 48503 FLINT INSTITUTE OF MUSIC

LH52219 Lead 250 mL Sample 0 01WC015 NEXT TO ROOM 1038 Copper 250 mL Sample 310 13-Nov-17 W COURT ST FLINT 48503 MSD-MAIN BUILDING

LH52246 Lead 250 mL Sample 0 WC013 BETWEEN MEN`S RR Copper 250 mL Sample 320 13-Nov-17 W COURT ST FLINT 48503 MSD-LEARNING RESC CENTER

LH52361 Lead 250 mL Sample 0 02WC012 NEXT TO GIRLS ROOM Copper 250 mL Sample 320 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH54711 Lead 250 mL Sample 0 01WC008 ROOM 182 Copper 250 mL Sample 330 27-Nov-17 E KEARSLEY ST FLINT 48503 FLINT INSTITUTE OF MUSIC

LH54749 Lead 250 mL Sample 0 LL02SC003 AC MECH RM 5B Copper 250 mL Sample 330 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH52226 Lead 250 mL Sample 0 02WC018 ACROSS FROM ROOM 2032 Copper 250 mL Sample 340 13-Nov-17 W COURT ST FLINT 48503 MSD-MAIN BUILDING

LH52398 Lead 250 mL Sample 0 LLWC022 NEXT TO GYM/W SIDE (FILTERED) Copper 250 mL Sample 350 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH54735 Lead 250 mL Sample 0 GF01WC011 NEXT TO GIRL`S RR Copper 250 mL Sample 350 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH52309 Lead 250 mL Sample 0 02WC050 Copper 250 mL Sample 360 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH54723 Lead 250 mL Sample 0 01WC006 BOWER THEATRE HALL Copper 250 mL Sample 390 27-Nov-17 E KEARSLEY ST FLINT 48503 FLINT YOUTH THEATER

LH52244 Lead 250 mL Sample 0 WC011 NEAR ROOM 17 Copper 250 mL Sample 400 13-Nov-17 W COURT ST FLINT 48503 MSD- LEARNING RESC CENTER

LH52218 Lead 250 mL Sample 0 01CF008 ROOM 1040 Copper 250 mL Sample 400 13-Nov-17 W COURT ST FLINT 48503 MSD-MAIN BUILDING

LH52216 Lead 250 mL Sample 0 01WC005 MAIN HALLWAY Copper 250 mL Sample 420 13-Nov-17 W COURT ST FLINT 48503 MSD-MAIN BUILDING

LH52229 Lead 250 mL Sample 0 01KC004 NEXT TO ROOM 1000 Copper 250 mL Sample 420 13-Nov-17 W COURT ST FLINT 48503 MSD-MAIN BUILDING

LH52222 Lead 250 mL Sample 0 01KC003 STAFF LOUNGE Copper 250 mL Sample 440 13-Nov-17 W COURT ST FLINT 48503 MSD- MAIN BUILDING

LH52336 Lead 250 mL Sample 0 02WC023 NEXT TO ROOM P-20 Copper 250 mL Sample 440 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH54724 Lead 250 mL Sample 0 01WC001 DRESSING ROOM Copper 250 mL Sample 460 27-Nov-17 E KEARSLEY ST FLINT 48503 FLINT YOUTH THEATER

LH52274 Lead 250 mL Sample 0 01WC004 TARTER CENTER Copper 250 mL Sample 530 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH54728 Lead 250 mL Sample 0 01WC005 BOWER THEATRE HALL Copper 250 mL Sample 550 27-Nov-17 E KEARSLEY ST FLINT 48503 FLINT YOUTH THEATER

LH52406 Lead 250 mL Sample 0 LLWC026 WEIGHT ROOM (FILTERED) Copper 250 mL Sample 680 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52413 Lead 250 mL Sample 0 01WC001 (FILTERED) Copper 250 mL Sample 690 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH54753 Lead 250 mL Sample 0 03WC017 AC FROM ROOM 264 Copper 250 mL Sample 700 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH52401 Lead 250 mL Sample 0 03WC005 (FILTERED) Copper 250 mL Sample 740 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH53784 Lead 250 mL Sample 0 01WC004 CAFETERIA NE CORNER Copper 250 mL Sample 780 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH54736 Lead 250 mL Sample 0 02WC019 NEXT TO GIRL`S RR Copper 250 mL Sample 820 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY
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LH53781 Lead 250 mL Sample 0 01WC001 CAFETERIA SW CORNER Copper 250 mL Sample 910 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH54752 Lead 250 mL Sample 0 01WC006 AC FROM ROOM 163 Copper 250 mL Sample 980 27-Nov-17 S SAGINAW ST FLINT 48503 INTERNATIONAL ACADEMY

LH53783 Lead 250 mL Sample 0 01WC003 CAFETERIA NE CORNER Copper 250 mL Sample 1090 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53805 Lead 250 mL Sample 0 01DW031 NEXT TO CUSTODIAN Copper 250 mL Sample 1150 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH52412 Lead 250 mL Sample 0 02WC003 (FILTERED) Copper 250 mL Sample 1160 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52410 Lead 250 mL Sample 0 01WC002 (FILTERED) Copper 250 mL Sample 1770 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52390 Lead 250 mL Sample 1 04CF009 ROOM 404 UNFILTERED Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52305 Lead 250 mL Sample 1 01BF046 ROOM 161 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD - STEVENS HALL

LH52253 Lead 250 mL Sample 1 BF019 ROOM 029 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD LEARNING RESC CENTER

LH52255 Lead 250 mL Sample 1 BF005 ROOM 19 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- LEARNING RESC CENTER

LH52268 Lead 250 mL Sample 1 02BF006 ROOM 221 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52286 Lead 250 mL Sample 1 02BF018 ROOM 204 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52292 Lead 250 mL Sample 1 02BF033 ROOM 207 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52297 Lead 250 mL Sample 1 01BF060 ROOM 154 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52220 Lead 250 mL Sample 1 01DW002A Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-MAIN BUILDING

LH52266 Lead 250 mL Sample 1 02BF015 ROOM 219 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52313 Lead 250 mL Sample 1 01BF047 ROOM 161 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52324 Lead 250 mL Sample 1 01BF043 ROOM 163 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH53573 Lead 250 mL Sample 1 001CF008 CLASSROOM 1 Copper 250 mL Sample 0 18-Nov-17 HOGARTH AVENUE FLINT 48532 ST PIUS CATHOLIC SCHOOL

LH53614 Lead 250 mL Sample 1 001CF016 ROOM 102 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53811 Lead 250 mL Sample 1 01KC039 STUDENT SUPPORT RM Copper 250 mL Sample 50 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH54725 Lead 250 mL Sample 1 01KC002 GREEN ROOM AREA #1 Copper 250 mL Sample 60 27-Nov-17 E KEARSLEY ST FLINT 48503 FLINT YOUTH THEATER

LH52388 Lead 250 mL Sample 1 02KC033 CHAPEL UNFILTERED Copper 250 mL Sample 80 13-Nov-17 W COURT ST FLINT 48503 FR LUKE M POWERS HS

LH52242 Lead 250 mL Sample 1 BF020 PRIVATE BATH Copper 250 mL Sample 80 13-Nov-17 W COURT ST FLINT 48503 MSD-LEARNING RESC CENTER

LH53806 Lead 250 mL Sample 1 01KC032 ROOM 140 (B-1) Copper 250 mL Sample 100 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53807 Lead 250 mL Sample 1 01KC033 ROOM 140 (B-1) Copper 250 mL Sample 110 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53808 Lead 250 mL Sample 1 01KC034 ROOM 141 Copper 250 mL Sample 120 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH52289 Lead 250 mL Sample 1 01NS001 ROOM 1209 Copper 250 mL Sample 180 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52233 Lead 250 mL Sample 1 01CF007 ROOM 1026 Copper 250 mL Sample 430 13-Nov-17 W COURT ST FLINT 48503 MSD-MAIN BUILDING

LH54730 Lead 250 mL Sample 2 GF01DW013 ROOM 156 Copper 250 mL Sample 0 27-Nov-17 S SAGINAW FLINT 48503 INTERNATIONAL ACADEMY

LH52300 Lead 250 mL Sample 2 02BF052 ROOM 232 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD - STEVENS HALL

LH52302 Lead 250 mL Sample 2 01BF048 ROOM 161 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD - STEVENS HALL

LH52298 Lead 250 mL Sample 2 01BF062 ROOM 154 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52321 Lead 250 mL Sample 2 02BF070 ROOM 242 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH53627 Lead 250 mL Sample 2 001CF029 ROOM 2 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH52377 Lead 250 mL Sample 2 02CF005 ROOM M-6 Copper 250 mL Sample 70 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH52261 Lead 250 mL Sample 2 02BF016 ROOM 219 Copper 250 mL Sample 110 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52367 Lead 250 mL Sample 2 LLCF021 ROOM P-7 Copper 250 mL Sample 110 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH52317 Lead 250 mL Sample 2 01BF071 ROOM 153 Copper 250 mL Sample 120 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH53812 Lead 250 mL Sample 2 01KC040 ROOM 104 Copper 250 mL Sample 120 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53799 Lead 250 mL Sample 2 02KC024 D-20 ROOM Copper 250 mL Sample 140 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH53569 Lead 250 mL Sample 2 001KC012 YOUTH ROOM Copper 250 mL Sample 140 18-Nov-17 HOGARTH AVENUE FLINT 48532 ST PIUS CATHOLIC SCHOOL

LH52373 Lead 250 mL Sample 2 LLCF013 ROOM P-3 Copper 250 mL Sample 200 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH52241 Lead 250 mL Sample 2 BF004 PRIVATE BATHROOM Copper 250 mL Sample 280 13-Nov-17 W COURT ST FLINT 48503 MSD-LEARNING RESC CENTER

LH52294 Lead 250 mL Sample 3 02BF053 ROOM 232 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52296 Lead 250 mL Sample 3 02BF054 ROOM 245 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52311 Lead 250 mL Sample 3 02BF065 ROOM 236 Copper 250 mL Sample 0 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52231 Lead 250 mL Sample 3 01KC001 ROOM 1052 Copper 250 mL Sample 70 13-Nov-17 W COURT ST FLINT 48503 MSD-MAIN BUILDING

LH54719 Lead 250 mL Sample 3 01CF009 ROOM 182 Copper 250 mL Sample 180 27-Nov-17 E KEARSLEY ST FLINT 48503 FLINT INSTITUTE OF MUSIC

LH52371 Lead 250 mL Sample 3 02CF009 ROOM M-7 Copper 250 mL Sample 180 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH55708 Lead 250 mL Sample 3 CF003 TEACHER`S LOUNGE Copper 250 mL Sample 610 04-Dec-17 CLOVERLAWN DRIVE FLINT 48504 EAGLES NEST ACADEMY

LH53602 Lead 250 mL Sample 4 001CF004 ROOM 11 Copper 250 mL Sample 0 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL

LH53797 Lead 250 mL Sample 4 02KC022 D-20 ROOM Copper 250 mL Sample 100 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH54713 Lead 250 mL Sample 4 01CF006 ROOM 180 Copper 250 mL Sample 140 27-Nov-17 E KEARSLEY ST FLINT 48503 FLINT INSTITUTE OF MUSIC

LH52307 Lead 250 mL Sample 5 02BF051 ROOM 232 Copper 250 mL Sample 80 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL
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LH53798 Lead 250 mL Sample 5 02KC023 D-20 ROOM Copper 250 mL Sample 130 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH52301 Lead 250 mL Sample 6 02BF057 ROOM 245 Copper 250 mL Sample 90 13-Nov-17 W COURT ST FLINT 48503 MSD - STEVENS HALL

LH53801 Lead 250 mL Sample 6 02KC026 D-21 ROOM Copper 250 mL Sample 90 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH54712 Lead 250 mL Sample 6 01KC007 BTWN 180/182 Copper 250 mL Sample 190 27-Nov-17 E KEARSLEY ST FLINT 48503 FLINT INSTITUTE OF MUSIC

LH52312 Lead 250 mL Sample 7 02BF055 ROOM 245 Copper 250 mL Sample 290 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52290 Lead 250 mL Sample 8 02BF064 ROOM 236 Copper 250 mL Sample 80 13-Nov-17 W COURT ST FLINT 48503 MSD - STEVENS HALL

LH52299 Lead 250 mL Sample 9 02BF056 ROOM 245 Copper 250 mL Sample 480 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH52295 Lead 250 mL Sample 10 02BF063 ROOM 243 Copper 250 mL Sample 140 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH53802 Lead 250 mL Sample 10 02KC027 D-21 ROOM Copper 250 mL Sample 160 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH55709 Lead 250 mL Sample 10 KS004 ROOM 1 Copper 250 mL Sample 240 04-Dec-17 CLOVERLAWN DRIVE FLINT 48504 EAGLES NEST ACADEMY

LH52372 Lead 250 mL Sample 11 01KC007 SERVER IN LIBRARY Copper 250 mL Sample 230 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH52378 Lead 250 mL Sample 12 01KC004 TEACHERS LOUNGE Copper 250 mL Sample 50 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH52310 Lead 250 mL Sample 12 02BF066 ROOM 236 Copper 250 mL Sample 100 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52314 Lead 250 mL Sample 13 02BF068 ROOM 242 Copper 250 mL Sample 650 13-Nov-17 W COURT ST FLINT 48503 MSD-STEVENS HALL

LH52322 Lead 250 mL Sample 21 02BF067 ROOM 236 Copper 250 mL Sample 190 13-Nov-17 W COURT ST FLINT 48503 MSD- STEVENS HALL

LH53800 Lead 250 mL Sample 39 02KC025 D-20 ROOM Copper 250 mL Sample 220 19-Nov-17 W CARPENTER FLINT 48505 NEW STANDARD ACADEMY

LH52362 Lead 250 mL Sample 39 01KC008 SCIENCE ROOM M-2 Copper 250 mL Sample 4730 13-Nov-17 BAGLEY ST FLINT 48504 ST JOHN VIANNEY

LH53606 Lead 250 mL Sample 59 001CF008 ROOM 14 Copper 250 mL Sample 60 18-Nov-17 MILBOURNE  FLINT 48504 SUMMERFIELD COMMUNITY SCHOOL
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